
                            J. FAC. SCI., SNINSHU UNIVERSITY VOL. 9, No. 1, June, 1974.

                                                              '
        A Calculation on Pressure Dependence of Spin

                   Wave Energy of Invar Alloys

                 By ATSUSHI KATSUKI and KIYOSI TERAO

                   Department of Physics, Faculty of Science,

                             Shinshu University

                           (Received April 9, 1974)

                                 Abstract

   Under the assumption that the change in volume of the system affects both

the band width and molecular field coethcient but the shape of the density-of-

states curve remains unaffected, a formula for the pressure dependence of ex-

change stiffness D is derived. For a system of two dimensional free electrons

with step-type density-of-states curve, calculations on D and its pressure de-

pendence dDldP are performed with reasonable values of parameters. Calculated

results well reproduce the observed composition dependepce of the reduced values

of D and dD!dP for fcc Fe-Ni alloy system, while the calculated absolute values

themselves are smaller by about an order of magnitude than the observed ones.

Sl. Introduction

   In previous papers,i-3) we proposed a simple theory on volume magnetostric-

tion of itinerant electron ferromagnet and explained the large positive spontane-

ous volume magnetostriction of Invar alloys. There, we assumed that when the

volume of the systern varies, the band width and the moiecular field coeflicient

change but the shape of the density-of-states curve remains unchanged. It was

shown that the high peak existing at the top of the density-of-states curve plays

an essential role for the large positive volume magnetostriction of Invar ailoys.

Now, is it able to explain the composition dependence of the change in exchange

stiffness D (the coethcient in the dispersion relation of spin wave htoq=Dq2+･･････)

due to pressure P by the existence of the high peak at the top of the density-of-

states curve? ･･
                   ･1    In the present paper, we discuss pressure,dependence of D based on the

above mentioned model. In g2, we give a formula for dDldP and show that

the negative pressure dependence of magnetization of Invar alloys is explainable



44 ATSUsHI KATSUKI& KIyosl TERAo

qualitatively if we regard the composition with D=O as the critical composition

for ferromagnetism of fcc Fe-Ni system.4) In g3and g4, we give formulae

for D and for dDldP, respectively, for step-type density-of-states curve, assuming

for the electrons to be two dimensional free electrons. Numerical calculations

for D and dDldP of fcc Fe-Ni alloys are done in g5. The observed composition

dependence of reduced values of these quantities5'7) is qualitatively reproduced

by the calculated ones, but the calculated. absolute vaiues themselves are smaller

by about an order of magnitude than the observed ones.

ss2. Fermulation

    Within the random phase approximation, D is given by

     D==iiiN} ]Ilii] (f'h2+df'h cr2lebh-f'kt'-,f-'k(7heh)2) (o

for cubic meta18), where d, the exchange splitting, is given by d==nK, C, the

re!ative magnetization, is given by C===k(f'k-fmk)lnAI, f±k are the Fermi
distribution function, n !s the number of electrons per atom, N is the number

of atoms of the system and J, the effective .interact]on, is twice L which was

used in our previous papersi"3) as exchange parameter. For a strong ferrornag-

net at O K, we have

                      '
     D==65!tn sle]i.illsF (cr2kEhvdi(prheh)2], (2)

where sF is Fermi level.

   To take into account the effect of pressure or the effect of change in volume

of the system, we assume that the main effects of the volume change are the

shift of the energy levels as a whole, the change in the band width and the

change in f and the density-of-states curve does not change its shape when the

volume changes. If we take W as an appropriate measure of the band width

and put elt=xhW, the change in the volume of the system affects W and J, but

xk remains unaffected. In a strong ferromagnet, xF=eFIPV does not change due

to the volume change. (In a weak ferromagnet, the volume change is accompa-

nied by a change in magnetization, which changes x±F and the situation is more

complex than that in the strong ferromagnet. ) Expressing (2) as

     iii};=61}n .h;t .F [l72kXk-annVVI(VkXk)2], - , (3)

                                                                '
we have
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         ev Nt     gt(e)r(X) =6"n2 Wmf (1/'l:L').qpu. .F (7q xq)2, (4)

      Nwhere D= .l]Va2, a is a measure of length of the unit cell of the system, q=ak, v

is the volume per atom of the system, JtEcij]dv and WtildVVIdv. Since

/(J'Ll-W'IW) is evaluated to be positive, 2). we derive

                  tw eu N NN.from (4). Because D':=PV'(Dlrv)+VV(DIVV)', where D'!dDldv, we have

      dDldp=--rcvD,={-rcv(Mf,IVV)D}+{-rcvVV(DIW)t}, (6)

where ,c is compressibility. The first term of (6) is positive when D is positive

because VVt is expected to be negative, and the second term is negative if (5)

holds. It is generally expected from (6) for dDldP to be positive for large D and

negative for small D. This agrees qualitatively with experimental result7) on

,dDldP of fcc Fe-Ni system, that is, dbldP > O in Ni-rich region with large D

     tvand dDldP < O in Fe-rich region with small D. If we regard the composition

with D=O as the critical composition for ferromagnetism of fcc Fe-Ni system4),

then dDldP is negative there as seen from (6) and the critical composition shifts

'towards Ni-rich side by application of pressure, resulting negative pressure depend-

･ence of spontaneous magnetization M. This is one of possible mechanism giving

negative dMldP of Invar alloys.

 g3. D for an alloy system with step-type density-of-states curve

    We take a step-type density-of-states curve shown in Fig. 1 as the simplest

･one which holds the essential feature of the density-of-states of 3d band in fcc

'transition metals. That is,
                                                 '

      .(,)-ISp igi l:-S:;> llli, (7)

                                                                 '                                                                tt
 where v(e) is the density-of-states per atom per one spin direction and O<b<1.

 We take here VPXiillp as the measure of the band width. As a band structure

 to give the density-of-states shown in Fig. 1, we take that of two dimensional

 free electrons:

      eb-(:O,[k,l2,".le,i2,] iO.ie,lll> (s)

'where
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                   Fig. 1. Step-typedensity-of-statescurve, the
                        simplest one holding the essential feature

                        of 3d band in fcc transition metals.
                              v(e)=I:/"rmi/PVI.O,r,St;ill17

                        with O<b<i and no!!!pWi.

     cro=vVV!4ffa and ai=vVV74zab. (9)
Here, a is length of the edge of the cube taken as the unit cell and v==sa3 with

s--1 for sc, 112 for bcc and 114 for fcc lattice. For the band of (8), we have

             v2leek=4cr(e) and (7leek)Z=4a(e)e (10)
                                                     '
with

     ev(e)=-(.aO, i&r ,e;IIII.

Because r2keh and (rkek)2 are independent of k depending oneonly, we can re-

place the summation over k in (2) by integration over e. Defining I'F and QF as

      PF =- = (v2le ele )IAX and QF- 2 (vk eh )21N, (11)

          ele seF ele $EF .
we have

      PF=ioeF v(e) (p72kek)de== IoeF
                             4a(e)v(e)de,

                                                                 (12)
      (?F=JiFv(E) (l72k ek )2ds,= foeF
                            4ev(E)ev(e>de t,

and'
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     D =61iin(PF-diQF)

-with

     n==ioeF v(e)de.

    (i) For the case of eF:-s{;VVi, i. e. , n;$llne=pVVi, we have

     PF=nsa2W7rr and QF :=n2sa2VV212T

,and hence

      D.=S"62.VV (i-l7iY) for ns-ne. '

'The Stoner condition of ferromagnetism for this case is 2f>W; the

'tion and the condition of D>O hold simultaneously in this case.

    (ii) For the case of eF>VVi, i.e.,'n>ne, from the relations

        n-ne= ISwF, bpde==b(eF-PVi)IVV,

           no =SoW' pde== Wi!VV,

      PF-POF:=IewF, bpe4aide=v(eF-VVi)!Ta,

          PoF=joPV' pe4avode==vWilza,

       '
      QF-(?OF==IE}vF, bpe4aiEde =v(eF2-Wi2)/2Ta,

          (?OF--loW' bpe4aesdE==vWi212nd,

'we have

      PF==sa2W{n-no(1-b)}1ffb,

      (?F =sa2W2{n-ne(1-b)}212rtb2

,and hence

      D==Sg:glf [{i-"o(in-b)}-lllfl i-no(i.-b)}2] for n>no.

.As seen from (19), nD, the value of n with D=O, is given by

Alloys

   (13)

(14)

(15)

47

   (16)

Stoner condi-

(17)

1 (18)

(19)
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     nD=ne(1-b)1(1-2bj7ur). (20)
It should be noticed that the present calculation of D is done for an open band,

hence the first term of (2), i. e. , the positive contribution to D is overestimated.

We expect for the actual value of nD to be smaller than that given by (20). The-

Stoner condition for ferromagnetism for this case is 21>9V for n<2no and 2f

>VV7b for n>2no. In the case of n>2no, ifJ has such a value as Wb>2J>

(1+b)VV12b, then the Stoner condition is unsatisfied but the strong ferromagnet-

ism is favourable energetically than paramagnetism for such n as n<nc, where

nc is given by

     n,=no{2(1-b)1(1-2hllPV)}i12, . (2!)
                                       '
as seen from Shimizu' s condition9) for itinerant electron ferromagnetism.

g4. dDldp for an alloy system with step-type density-of-states curve

    (i) For the case of eF:-i{:Wi, i. e., n51no, putting "

                                              '

we have from (16)

      b,.$t..(X')D+i,W.2(l-K'), (23)

and

                                                    '
      didnpD ,,. -D-i .vDt- -rcv(II;')[i+ ((..tJ,i S (Mi,ml ]. (24)

Here, since -rcv(VVilVV)>O ('."VVt<O), the first term gives a positive contribution

                                                              Nand the second term gives a negative or a positive contribution to dlnD/dP accord-

ing to sign of (1'IVV'-"W) because 2f>W when ferromagnetism appears. We

have previously shown2) that (f'IW'-.11VPJ) is negative if 1 is given by Kanamori's

theory. iO) Therefore, it is expected that the second term of (24) gives a negative

                Ncontribution to dDldP.

    (ii) For the case of EF>Wi, i.e., n>ne, we have from (19)

      2s,=IS;'rD+s{i-zs(li,b)!n}2(l!llL')(l,.LK;') ,･ ･ (2s)

and
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                                            '     d',",75-=-rcv(W,,')[i+,ili,;'IOIL-.:ii,IL}b5ill'Iil'iil,lll]･ `26'

                                               '
The first term of (26) gives a positive contribution and the second term gives a

negative contribution, because {1-ne (1-b)ln} is positive, (f'IVV'-11W) is negative

and the denominator, which is propotional to D, is positive for positive D, i. e. ,

for n<nD. As n closes to nD, the value of (26) closes to negative infinity.

g5. Numerical calculation of D and dDldp for fce Fe-Ni system

    For fcc Fe-Ni system, the values of the parameters of the band are taken

asl)

     no==O.6, b==:O.5and W=O.6eV. (27)
             oIf we take 3.5A, the value of a of Ni metalii), as a and s=114, then the factor

in (16) and (19) is evaluated as ･･ ･
                                           '
                         D     sa2VV76rr cr 100 meVeA2 . (28)
and we have from (16), (19), (27) and (28)

     D(in meveA2)st (;8oO .× {(1i--I21.l32R)mftS' (cefoOl 361n)2} f., n>o.6 (29)

Here, we expect that O.91;:SlllW<1.0. The value of 17VV=O.91 gives nc::::2.0,

which corresponds to Fee.7Nio.3 provided the number of 4s electrons is O.6 per

atom, where n is regarded as the number of 3d holes per atom. For values of

JT7W<O.91, Feo.7Nie.3 is not ferromagnetic and for values of .l7Wlll.O, the

Stoner condition is satisfied for any value of n. The values of D of each compo-

sition in fcc Fe-Ni system calculated by (29) with 17VV=O.91 (nc=2.0) and 11W

==O.94 (nc=2.45) are shown in Fig. 2. The calculated results reproduce qualita-

tively the observed composition of the value of D, which decreses with increasing

Fe content, while the calculated value itself is smaller by about an order of

magnitude than the observed one.

    In this case, nD and nc are given by

     nD==O.31(1-17W) and nc:=O.61(1-11W)i12 (3o)

and always nD>nc. (Eq. (21) to give nc holds only for 1>11Vli>O.75, i. e., for

nc>1. 2. ) This situation (nD>nc) conflicts with Katsuki's conjecture4) for the critical

composition for ferroma･gnetism of fcc Fe-Ni system to be the corriposition with
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                                     o         2.0                       1.0
              FeNi Ni
                   n
  D of fcc Fe-Ni and Ni-Cu alloys.

Solid lines : Calculated results by (29) with llW=O.91

O. 94.

Crosses and circles : Observed values.5,6)

The scale of the ordinate on the left hand side is for

calculated values and the one on the right hand side is

the observed values.

and

the

for

D=O (otherwise ferromagnetism holds), which includes implicitly the assumption

of nD<nc. It should be noticed, however, that the value of nD is overestimated

by (20) as was commented before. Therefore, we must not say that Katsuki's

conjecture has been contradicted decidedly by this situation.

   The factor in (24) and (26), -rcvW'IW, is evaluated as

     -rcvW,IVV :1.0×10'7 cm21kg. (31)
Here, we used the relation2) between spontaneous volume magnetostriction tos and

AP, a dimensionless quantity related with energy difference between ferromagnet-

ic and paramagnetic statesi), and observed value of tos=-4.2×10-4i2) and calcu-

lated value of AP=-4.5×10-2i) for Ni metai. From (24), (26), (27) and (31) we

have

     did"pD(inio-7cm2ikg)ct l++({rmt/fllli'2,iliirl-)..f,m),iO.i)"f.,O.6>,, (32)
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We have previously estimated as IL!VVt= O. 75 i) from the composition dependence

of spontaneous volume magnetostriction in fcc Fe-Ni system. Calculated results

of dln'DVIdp of each composition with this value of f'!W' and with 1/W=:O.91 and

O. 94 are shown in Fig. 3. The calculated results fairly reproduce the feature of
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        Fig. 3. dlnDNItip of fcc Fe-Ni alioys.

             Solid lines : Calculated results by (32) with lt/rv'=:O.75 and "W
             =O.91 and O.94 ; and with .Xi/rvt=1.0, e.5, O and -O.5 and .LIW

             = O. 91.
             Circles : Observed values.7)
             The scale of the ordinate on the left hand side is for the calculated

             values and the one on the right hand side is for the observed

             values. '                             '
                                                             '                        t/the experimental result7), that is, the change from positive value in Ni-rich

region to negative value in Fe-rich region at nor1.3 and the gradual composition

dependence in the former region and rather rapid one in the latter region,

althottgh the calculated absolute values are smaller by about an order of magnitude

than the observed ones. In the present calculation, since the value of D js

overestimated for large value of n, i.e., in Fe-rich region, we expect that the
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composition dependence of dlnDtLdP is more rapid than the calculated ones in the

region with negative dD"V ldp.

    For,the sake of comparison, the calculated results with ltlW'=1.0, O.5, O

and -O.5 and with JLtVV=O.91 are shown in Fig. 3. (The calculated results with

17VV=O.94 Iie very closely to the corresponding curves with JT7VPr=O.91.) For

f'!W,=O and -O. 5, the absolute value of second term of (24) or (26), which gives

negative contribution to dlnD!dP, is larger than ehe first term, hence dlnDldp is

negative in whole range of composition. For 1'IW'==O.5, the sign of dlnZ51dP

changes from positive to negative at n :O. 80 (O. 83 for "VV=O. 94) as n increases,

while in the experiment7) the sign seems to change at n[rl.3. For JtlW'==1.0,

both the first and second terms give positive contributions because- ftlW'-"W>O

in this case, hence dlnD-"ldP is positive in whole range of composition and shows

an opposite trend of composition dependence. It shou!d be stressed that the value

of the parameter J'!Wt==O.75, which was evaluated previously from the composi-

tion dependence of spontaneous volume magnetostrictioni), is also essential to

reproduce the observed composition dependence of dlnD'VldP, as seen from the

above discussion. Also, it should be noticed that JtlVV'>O means cij7dv<O, which

is in contrast to that usually expected froin the Bethe-Slater curve for Invar

alloys.

g6. Conclusion

   Under the assumption that the change in volume of the system affects the

band width and the molecular field coethcient but the shape of the density-of-

states curve remains unaffected, a formula for the pressure dependence of D was

derived. For the system of two dimensional free e!ectrons with step-type density-

of-states curve, calculations on D and dlnD-" ldP were performed with reasonable

values of the band parameters and of "W and JtlVVt. Calculated results well
reproduced qualitatively the experimental results of D and dlnDN!clP, although the

calculated absolute values were smaller by about an order of magnitude than the

observed ones. It was stressed that the value of IVWt;:=O.75, which had been

estimated previously from the composition dependence of spontaneous volume
magnetostriction, was also essential to the composition dependence of dinD'V ldp.

   Mathon and Wohlfarthi3) discussed the pressure dependence of D of fcc Fe-Ni

system on the basis of the itinerant electron model. They treated Ni and Ni-rich

alloys as strong ferromagnet and Invar as very weak ferromagnet and fairly

explained the observed close relation between the pressure dependence of the

Curie temperature and that of the exchange stiffness7). Our calculation is also

based on the itinerant electron model with somewhat different assumptions from

their treatment.
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