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ABSTRACT

To estimating the change of mechanical characteristic by long time wearing, the testing device was
made for trial purposes, which was used for repeated elongation test of fabric. The result of the test for
unprocessed denim fabrics were compared with various processed ones, like washed, breached,
enzyme processed and combination of those process. The most of the change of mechanical
characteristics had the same tendency. But the expansion and bending were shown different change
among them.
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